Ei=11.215 keV Cryst 1-2 Cryst 1-2-3
Cryst1 Cryst23  @B2 AE [IRdAOJE  FOM AE IRdAOJE  FOM
[°] [meV] [prad meV] [meV] [prad meV]

Si(1,1,1) Si(1,1,1) 10.15 1056.68 11724.748  11.1 1007.24 1011426  10.04
Si(1,1,1) Si(0,2,2) 16.73 617.77  6487.511 10.5 419.215  3908.51 9.32
Si(1,1,1) Si(1,1,3) 19.73 431.42  3090.114 7.16 178.545  1077.79 6.04
Si(1,1,1) Si(0,0,4) 24.02 363.43  2900.106 7.98 160.164  1092.56 6.82
Si(1,1,1) Si(1,3,3) 26.34 310.46  1565.379 5.04 87.762 358.15 4.08
Si(1,1,1) Si(2,2,4) 29.91 27451  1707.235 6.22 90.326 473.85 5.25
Si(1,1,1) Si(3,3,3) 31.93 248.2 963.308 3.88 54.265 171.15 3.15
Si(1,1,1) Si(0,4,4) 35.15 22299  1123.531 5.04 59.851 246.91 4.13
Si(1,1,1) Si(1,3,5) 37.02 203.92  645.662 3.17 36.594 92.03 2.51
Si(1,1,1) Si(0,2,6) 40.07 185.5 788.494 4.25 42.756 147.91 3.46
Si(1,1,1) Si(3,3,5) 41.87 170.92  456.529 2.67 26.483 52.3 1.97
Si(1,1,1) Si(4,4,4) 44.84 156.41  577.089 3.69 31.469 94.23 2.99
Si(1,1,1) Si(1,1,7) 46.62 144.85  335.073 2.31 20.167 32.18 1.6
Si(1,1,1) Si(2,4,6) 49.61 131.96 43458 3.29 24.234 62.13 2.56
Si(1,1,1) Si(1,3,7) 51.42 122.2 252.102 2.06 16.214 22.01 1.36
Si(1,1,1) Si(0,0,8) 5451 11045  334.524 3.03 18.763 43.42 2.31
Si(1,1,1) Si(3,3,7) 56.42 101.46  193.841 1.91 25.311 15.07 0.6
Si(1,1,1) Si(0,6,6) 59.73 90.33 262.496 2.91 15.065 32.24 2.14
Si(1,1,1) Si(5,5,5) 61.81 81.99 151.184 1.84 20.453 11.22 0.55
Si(1,1,1) Si(0,4,8) 65.55 70.83 209.46 2.96 12.252 25.86 2.11
Si(1,1,1) Si(1,1,9) 68.01 61.96 119.939 1.94 8.364 8.99 1.07
Si(1,1,1) Si(4,6,6) 72.7 48.94 169.076 3.46 10.268 24.27 2.36
Si(1,1,1) Si(1,3,9) 76.14 38.42 96.457 2.51 6.624 9.7 1.46
Si(1,1,1) Si(4,4,8) 85.73 15.8 138.211 8.75 8.956 53.62 5.99
Dia(1,1,1) Si(1,1,1) 10.15 646.69  7192.006  11.12 3672.38  6532.17 1.78
Dia(1,1,1) Si(0,2,2) 16.73 43033  4732.955 11 407.809  4121.45 10.11
Dia(1,1,1) Si(1,1,3) 19.73 309.13  2402.16 7.77 180.244  1176.78 6.53
Dia(1,1,1) Si(0,0,4) 24.02 273.93  2345.252 8.56 157573  1191.37 7.56
Dia(1,1,1) Si(1,3,3) 26.34 236.12 1294734 5.48 87.179 388.18 4.45
Dia(1,1,1) Si(2,2,4) 29.91 21437  1441.939 6.73 89.486 515.3 5.76
Dia(1,1,1) Si(3,3,3) 31.93 195.87  823.057 42 54.679 186.1 34
Dia(1,1,1) Si(0,4,4) 35.15 178.61  976.632 5.47 59.35 269.86 455
Dia(1,1,1) Si(1,3,5) 37.02 168.57  565.267 3.35 36.052 102.35 2.84
Dia(1,1,1) Si(0,2,6) 40.07 154 694.992 451 42.618 162.49 3.81
Dia(1,1,1) Si(3,3,5) 41.87 146.1 407.147 2.79 26.348 56.66 2.15
Dia(1,1,1) Si(4,4,4) 44.84 13379  517.466 3.87 31.495 101.88 3.23
Dia(1,1,1) Si(1,1,7) 46.62 126.74  301.826 2.38 20.188 35.7 1.77
Dia(1,1,1) Si(2,4,6) 49.61 11553  396.535 3.43 23.822 68.27 2.87
Dia(1,1,1) Si(1,3,7) 51.42 11019  230.423 2.09 16.26 22.75 1.4
Dia(1,1,1) Si(0,0,8) 54,51 98.31 309.02 3.14 18.829 48.04 2.55
Dia(1,1,1) Si(3,3,7) 56.42 94.12 179.998 1.91 25.305 16.24 0.64
Dia(1,1,1) Si(0,6,6) 59.73 81.96 245.147 2.99 14.933 35.33 2.37
Dia(1,1,1) Si(5,5,5) 61.81 77.31 142.354 1.84 20.46 12.17 0.6
Dia(1,1,1) Si(0,4,8) 65.55 64.94 197.516 3.04 12.342 27.92 2.26
Dia(1,1,1) Si(1,1,9) 68.01 59.22 114.188 1.93 8.361 9.82 1.17
Dia(1,1,1) Si(4,6,6) 72.7 45.09 161.481 3.58 10.385 26.17 2.52
Dia(1,1,1) Si(1,3,9) 76.14 36.26 92.567 2.55 6.584 10.77 1.64
Dia(1,1,1) Si(4,4,8) 85.73 14.78 135.073 9.14 8.856 58.33 6.59




